
LLNL-TR-702726

Modules of Elasticity and
Thermal Expansion Coefficient of
ITO Film

A. D. Carter, S. Elhadj

September 9, 2016



Disclaimer 
 

This document was prepared as an account of work sponsored by an agency of the United States 
government. Neither the United States government nor Lawrence Livermore National Security, LLC, 
nor any of their employees makes any warranty, expressed or implied, or assumes any legal liability or 
responsibility for the accuracy, completeness, or usefulness of any information, apparatus, product, or 
process disclosed, or represents that its use would not infringe privately owned rights. Reference herein 
to any specific commercial product, process, or service by trade name, trademark, manufacturer, or 
otherwise does not necessarily constitute or imply its endorsement, recommendation, or favoring by the 
United States government or Lawrence Livermore National Security, LLC. The views and opinions of 
authors expressed herein do not necessarily state or reflect those of the United States government or 
Lawrence Livermore National Security, LLC, and shall not be used for advertising or product 
endorsement purposes. 

 
 

 

This work performed under the auspices of the U.S. Department of Energy by Lawrence Livermore 
National Laboratory under Contract DE-AC52-07NA27344. 
 



Modulus of Elasticity and Thermal Expansion Coefficient of ITO Film 

Austin D. Carter 

24 June 2016 

 

Introduction 

The purpose of this experiment was to determine the modulus of elasticity (E) and 
thermal expansion coefficient (α) of RF sputtered Indium Tin Oxide (ITO) as a function of 
temperature (T), and to collect ITO film stress data. 

In order to accomplish that goal, the Toho FLX-2320-S thin film stress measurement 
machine was used to collect both single stress and stress-temperature data for ITO coated fused 
silica and sapphire substrates.  The stress measurement function of the FLX-2320-S cannot be 
used to calculate the elastic modulus of the film because the Stoney formula (shown below) 
incorporates the elastic modulus of the substrate, rather than of the film itself. 
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where 𝜎𝜎𝑓𝑓 is the film stress, 𝐸𝐸𝑠𝑠 is the elastic modulus of the substrate, 𝜈𝜈𝑠𝑠 is Poisson’s ratio of the 
substrate, ℎ𝑠𝑠,𝑓𝑓 is the thickness of the substrate and film, and 𝑘𝑘 is the curvature of the wafer.  
However, the thin film stress measurement tool has an elastic and expansion coefficient function 
that uses film stress as a function of temperature of two different substrates coated with the same 
film to calculate and plot the linear thermal expansion coefficient with respect to time, as well as 
the biaxial modulus of the film.  In order to accomplish this, the FLX-2320 substitutes the data 
collected for each of the two substrates into separate Equation 2’s, and then solves the two 
resulting equations for the film’s biaxial modulus ( 𝐸𝐸

1− 𝜈𝜈
) and coefficient of thermal expansion 

(𝛼𝛼𝑓𝑓). 
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)𝑓𝑓(𝛼𝛼𝑠𝑠 −  𝛼𝛼𝑓𝑓)                                                        (2) 

Experimental Results and Discussion 

 Before coating the fused silica and sapphire substrates with the ITO film, their thickness 
was measured and blank measurements using the FLX-2320-S were taken, which determined the 
curvature of the substrate surface.  It was found that the fused silica sapphire substrates had 
thicknesses of approximately 525 μm and 435 μm, respectively.  The radius of curvature of the 
fused silica was -4.97 m, and it was 2.09 m for the sapphire.  The samples were then coated with 
the ITO film at the Vacuum Process Lab (VPL).  Both of the samples were coated in the same 



deposition run, and the average thickness of the ITO film was determined to be 2,157 Ångströms 
using a witness strip. 

Once coated, it was determined using the confocal that the samples were in pristine 
condition, with no obvious signs of damage or debris.  The four point probe was then used to 
measure the electrical resistivity of the ITO film, which was found to be between 51 and 92 
ohms per square for both substrates.  The FLX-2320 was then used to collect stress data as a 
function of temperature for each of the samples.  The substrates were heated from room 
temperature to 350 degrees Celsius in approximately 30 minutes, and then they were 
immediately allowed to cool.  Throughout the heating, stress measurements were collected.  This 
initial annealing run caused the electrical resistivity of the ITO film to increase significantly to 
values between 281 and 994 ohms per square.  It was determined by confocal inspection that the 
film was not completely annealed on either substrate, which was causing the increase in 
electrical resistivity.  The two substrates were again ramped to 350 degrees Celsius in 30 
minutes; however, they were held at that temperature for 20 minutes.  Following this run, the 
electrical resistivity of the film decreased to between 185 and 484 ohms per square, and it was 
determined using the confocal that the films were completely annealed.  In the final temperature-
dependent stress experiment, the samples were raised from room temperature to 450 degrees 
Celsius in 1 hour and 43 minutes, which equates to a ramp of 4.2 degrees Celsius per minute.  
The electrical resistivity of the ITO film after this final run was approximately 100 ohms per 
square for the fused silica substrate and 250 ohms per square for the sapphire substrate.  Figures 
1 and 2 below show the film stress for each sample as a function of temperature for the final 
FLX-2320 run. 
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Figure 1:  Temperature-Dependent 
Stress (Fused Silica w/ITO Film) 
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R² = 0.7608 

-500

-450

-400

-350

-300

-250

-200

-150
0 100 200 300 400 500

Fi
lm

 S
tr

es
s (

M
Pa

) 

Temperature (°C) 

Figure 2:  Temperature-Dependent 
Stress (Sapphire w/ITO Film) 



Data Analysis 

 Using Equation 2, the elastic and expansion coefficient function in the thin film stress 
measurement machine graphs the film’s linear coefficient of thermal expansion (CTE) with 
respect to temperature and calculates the CTE equation and the average biaxial modulus of the 
film. 

 

Figure 3:  Linear Thermal Expansion Coefficient of ITO 

Using the published ITO Poisson ratio of 0.35, it was determined that the average 
modulus of elasticity of the film over the range of temperatures at which film stress was 
measured is 113.7 GPa, which is very near the published value of 116 GPa.  The first step in 
calculating the ITO’s elastic modulus as a function of temperature was to find an equation that 
describes the relationship between the film stress and temperature, which was accomplished 
using a trend line in Excel and can be seen in Figures 1 and 2.  This equation was then 
differentiated and substituted, along with the equation of the ITO’s linear CTE, the published 
substrate CTE, and the published ITO Poisson ratio, into Equation 2. The resulting equation was 



then solved for the ITO film’s elastic modulus (E).  Equations 3 and 4 show this equation for the 
fused silica and sapphire substrates, respectively. 

 

𝐸𝐸 = −0.9277 𝑀𝑀𝑀𝑀𝑀𝑀
(0.55∗10−6−6.374∗10−6−4.545∗10−9∗𝑇𝑇) 1°𝐶𝐶

(1 − 0.35)              (3) 

 

𝐸𝐸 = 0.4017 𝑀𝑀𝑀𝑀𝑀𝑀
(5.8∗10−6−6.374∗10−6−4.545∗10−9∗𝑇𝑇) 1°𝐶𝐶

(1 − 0.35)               (4) 

 

Finally, the ITO’s elastic modulus was calculated for a range of temperatures between 0 and 500 
degrees Celsius using Equations 3 and 4 and graphed (Figures 4 and 5). 

 

y = 4E-05x2 - 0.0765x + 103.38 
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Figure 4:  ITO Modulus of Elasticity 
(Fused Silica Substrate) 



 

 

Conclusion 

 The average modulus of elasticity of ITO based on the calculations performed using 
Equations 3 and 4 is 136.62 GPa.  Based on the published elastic modulus of ITO film, the 
calculated value has an error of 17.78%, and the 113.7 GPa value provided by the thin film stress 
measurement machine only has a 1.98% error.  In order to improve the analysis of the data, the 
stress versus temperature graphs could be smoothed, which would provide for a better trend line 
and ultimately more accurate elastic modulus calculations. 
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Figure 5:  ITO Modulus of Elasticity 
(Sapphire Substrate) 



Appendix A 

Summary of Parameters Used in Analysis: 

 Fused Silica Sapphire ITO Film 

Sample ID Exp1-FS-1 Exp1-S-1 N/A 

CTE 0.55 x 10-6 1/°C 5.8 x 10-6 1/°C 6.374x10-6 – 4.545x10-9T 
1/°C 

Poisson Ratio 0.17 0.25 0.35 

Published Elastic 
Modulus 73 GPa 345 GPa 116 GPa 

FLX Calculated 
Elastic Modulus N/A N/A 113.7 GPa 

Thickness 525 μm 435 μm 215.7 nm 

 

 

1st FLX Temperature Cycle of Exp1-FS-1 and Diamond Substrate  (6-20-16) 

 Start Temp:  45°C 

 End Temp:  350°C 

 Start Time:  1340 

 End Time:  1415 

 ID:  FS1 

 Comment:  FS1_Temp 

 Film Thickness: 2157 Å 

 Orientation:  0° 

 Laser:  670 nm 

 Recipe: 

Temp (°C) Time (min.) Measurements Ramp (°C/min.) 
50 4 5 1.3 
100 4 10 12.5 
150 4 10 12.5 
200 4 10 12.5 
250 4 10 12.5 
300 4 10 12.5 
350 4 10 12.5 



1st FLX Temperature Cycle of Exp1-S-1  (6-20-16) 

 Start Temp:  22°C 

 End Temp:  352°C 

 Start Time:  1207 

 End Time:  1237 

 ID:  S1 

 Comment:  S1_Temp 

 Film Thickness: 2157 Å 

 Orientation:  0° 

 Laser:  780 nm 

 Recipe: 

Temp (°C) Time (min.) Measurements Ramp (°C/min.) 
50 4 5 7.3 
100 4 10 12.5 
150 4 10 12.5 
200 4 10 12.5 
250 4 10 12.5 
300 4 10 12.5 
350 4 10 12.5 

 

 

 

 

 

 

 

 

 

 

 

 

 



2nd FLX Temperature Cycle of Exp1-FS-1 and Diamond Substrate  (6-21-16) 

 Start Temp:  24°C 

 End Temp:  350°C 

 Start Time:  0953 

 End Time:  1043 

 ID:  FS1 

 Comment:  FS1_Temp2 

 Film Thickness: 2157 Å 

 Orientation:  0° 

 Laser:  670 nm 

 Recipe: 

Temp (°C) Time (min.) Measurements Ramp (°C/min.) 
50 4 5 6.5 
100 4 10 12.5 
150 4 10 12.5 
200 4 10 12.5 
250 4 10 12.5 
300 4 10 12.5 
350 4 10 12.5 
350 20 5 0.0 

 

 

 

 

 

 

 

 

 

 

 

 

 



2nd FLX Temperature Cycle of Exp1-S-1  (6-21-16) 

 Start Temp:  40°C 

 End Temp:  350°C 

 Start Time:  1155 

 End Time:  1245 

 ID:  S1 

 Comment:  S1_Temp2 

 Film Thickness: 2157 Å 

 Orientation:  0° 

 Laser:  670 nm 

 Recipe: 

Temp (°C) Time (min.) Measurements Ramp (°C/min.) 
50 4 5 2.5 
100 4 10 12.5 
150 4 10 12.5 
200 4 10 12.5 
250 4 10 12.5 
300 4 10 12.5 
350 4 10 12.5 
350 20 5 0.0 

 

 

 

 

 

 

 

 

 

 

 

 

 



3rd FLX Temperature Cycle of Exp1-FS-1  (6-22-16) 

 Start Temp:  22°C 

 End Temp:  450°C 

 Start Time:  1105 

 End Time:  1250 

 ID:  FS1 

 Comment:  FS1_Temp3 

 Film Thickness: 2157 Å 

 Orientation:  0° 

 Laser:  670 nm 

 Recipe: 

Temp (°C) Time (min.) Measurements Ramp (°C/min.) 
50 7 10 4.0 
100 12 10 4.2 
150 12 10 4.2 
200 12 10 4.2 
250 12 10 4.2 
300 12 10 4.2 
350 12 10 4.2 
400 12 10 4.2 
450 12 10 4.2 

 

 

 

 

 

 

 

 

 

 

 

 



3rd FLX Temperature Cycle of Exp1-S-1  (6-22-16) 

 Start Temp:  41°C 

 End Temp:  450°C 

 Start Time:  1411 

 End Time:  1557 

 ID:  S1 

 Comment:  S1_Temp3 

 Film Thickness: 2157 Å 

 Orientation:  0° 

 Laser:  670 nm 

 Recipe: 

Temp (°C) Time (min.) Measurements Ramp (°C/min.) 
50 7 10 1.3 
100 12 10 4.2 
150 12 10 4.2 
200 12 10 4.2 
250 12 10 4.2 
300 12 10 4.2 
350 12 10 4.2 
400 12 10 4.2 
450 12 10 4.2 

 


















